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History and basic principles 605

* Original idea proposed by Aviram and Ratner in
1974

* Molecular rectifiers should be composed of a
separated electron donor and acceptor pair

* The molecule can be seen as two seperate ones
which interact by tunneling

NO,

o N
e,
()~
o) s s._-CsHu
o =T
= S “cgHyy
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History and basic principles fod

A) Interaction  B) Metallic
« Molecules are assembled ~ &degradation  diffusion
on the surface as a single
or several monolayers
* A top contact has to be

R
added with care
* Defects stronly influence
performance
* Control is very difficult

C) Adsorption D) Roughness
defects

Chem. Rev. 2017, 117, 4248 — 4286 11



History and basic principles A

* Best investigated rectifier so far
* Distortion of the mt-system results in sepration of

donor and acceptor
* Several experiments were necessary to establish

the electric properties
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» Rectification was 015 -
shown early on, but J (uA om™) %
the nature was unclear ]

* To verify molecules o
were assembled T,
between additional D Voltage (V)
layers of w-tricosenoic :

acid

Phys. Rev. Lett. 1993, 70,218 — 221 14
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-> Rectification is a molecular property
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Prominent examples from literature 4.

* The combination of fluorenone and a
tetrathiofulvalene linked together

* C(Classic assembly proposed by Aviram and Ratner

* Low HOMO-LUMO gap of 0.3 eV

Chem. Eur. J. 2005, 11, 2914 — 2922 16
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* Monolayers assembly by
Langmuir-Blodget trough

Transfer points
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Schreiner’s group

* Fullerenes tend to form
suitable monolayers

* Fullerene and adamantane
show promising orbital
Interactions

* Both are fused by means of a
Diels-Alder-reaction

Nature Communication 2014, 5, 4877
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Schreiner’s group

* The molecules shows
the desired properties

* Still itis thermally
unstable and the
coverage is in need of
Improvment
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Schreiner’s group A

e Succesor molecule surcw:

B3LYP-D3(BJ)/cc-VDZ
MQ6-2X/cc-VDZ

Is designed and Pl e
synthesized

e Still it is not tested
as a monolayer on
a surface
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Angewandte Chemie int. ed. 2016, 55, 9277 — 9281 21
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* Both molecules still are not suitable for long-
term studies

* The aim is so find structures that are

» simple to synthesize

» easily derivatized

» still combine donor and acceptor

22



Future planes
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Thank your for
your kind attention!
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